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WHITE PIGMENTED CURING COMPOUNDS
TESTED & APPROVED LOTS SCONg,
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Back to Approved Lists =
Manufacturer Batch Number WisDOT Test Number E:)
DSSCC A70508101A 0-140-0011-2007 %Tfr e
A70727101A  0-140-0020-2007 OF TR
Chemmasters D54697 0-140-0008-2007
C66547 0-140-0009-2007
RIGHT POINTE  60702M 0-140-0002-2007
71204C 0-140-0004-2007
72017D 0-140-0007-2007
72921E 0-140-0013-2007
72416G 0-140-0021-2007
50101H 0-140-0022-2007
SpecChem 062107PCWW  0-140-0017-2007
W.R. Meadows W-7HA052 0-140-0001-2007
W-7HC269 0-140-0005-2007
W-7HEO15 0-140-0012-2007
W-7HF214 0-140-0016-2007
W-7HH195 0-140-0018-2007
W-7HH196 0-140-0019-2007
Contact:

James Parry, Physical and Chemical Tests Engineer
3502 Kinsman Blvd
Madison, WI

Phone - (608) 246-7939
E-mail:
james.parry@dot.state.wi.us
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